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Abstract: Ironing is a useful feature for parts made by fused filament fabrication (FFF), as it can
smooth out surfaces using heat and extruding a small amount of material. Like any other processing
parameter for FFF, ironing also requires optimisation to ensure a smooth surface can be achieved
with limited adverse effects on the other features of the printed part. Even with such a beneficial use
case, ironing is still considered experimental and, therefore, this study aims to investigate its effects
on dimensional accuracy, surface roughness, and the hardness of two commonly used amorphous
thermoplastics, i.e., ABS (acrylonitrile butadiene styrene) and ASA (acrylonitrile styrene acrylate).
An extensive comparative analysis has been provided where parts have been manufactured using a
low-cost, desktop-based 3D printer, with the two materials at three different ironing line spacings
(0.1 mm, 0.2 mm, 0.3 mm), three different ironing flows (10%, 20%, 30%), and three different ironing
speeds (50 mm/s, 100 mm/s, 150 mm/s). The study focuses on evaluating the effects of these different
ironing parameters and determining the optimal combination for bespoke product requirements. The
results showed that ASA was more adversely affected by the changes in ironing parameters compared
to ABS. However, the different ironing parameters were proven to improve the smoothness as well as
hardness of the parts, compared to the un-ironed samples of ABS and ASA. This work provides a
good comparison between two popular amorphous materials and offers ways to leverage ironing
parameters to achieve dimensional accuracy, optimal surface finish, and better hardness values.
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1. Introduction
Thermoplastics are widely used for a variety of different applications ranging from
prototype development to functional products [1]. One of the most popular users of
thermoplastics is an additive manufacturing process (AM) called fused filament fabrication
(FFF) that is based on the principle of material extrusion [2]. Fused deposition modelling
(FDM) is also based on the same principle but is a trademark of Stratasys. Different types
of thermoplastics (in filament form) used by FFF are softened through heating and fed
through an extruder to deposit layers for product development [3,4]. PLA (polylactic acid)
and ABS (acrylonitrile butadiene styrene) are two of the most used thermoplastics for
FFF [5]. To leverage the benefits of the FFF process (e.g., ease of operation, wide variety
of materials), significant research is being undertaken to develop materials with better
performance. In this context, ASA (acrylonitrile styrene acrylate) is becoming a popular
choice due to its benefits over ABS, such as better mechanical properties, superior aesthetics,
and enhanced UV resistance. Both ABS and ASA are amorphous materials, meaning they
are easy to thermoform, possess better dimensional stability (compared to semi-crystalline
thermoplastics such as PLA), and are less likely to warp during the FFF process. Even
with the recent advancements in the development of new materials, the optimisation of
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process parameters remains a rigorous investigative avenue to achieve optimal results from
FFF-printed parts. This becomes more complicated considering the layer-by-layer buildup of products that can lead to dimensional inaccuracies, poor surface finish, and issues
with mechanical properties [6–8]. Different processing parameters require optimisation
to achieve desirable results for FFF parts, ranging from layer height to line width, and
extruder/bed temperature to infill pattern/percentage [9,10].
Nuñez et al. [11], analysed the dimensional accuracy, flatness, and surface texture of
FDM-printed ABS parts. They found that the layer thickness and infill density influence
the surface finish and the dimensional accuracy of the parts. The results showed that low
layer thicknesses and high infill densities were favourable for a better surface finish. However, improved dimensional accuracy was found to be a result of high layer thicknesses
and infill densities. Similarly, Vyavahare et al. [12] investigated the effect of five process
parameters, namely, layer thickness, wall print speed, build orientation, wall thickness,
and extrusion temperature on the surface roughness, dimensional accuracy, and fabrication
time of FDM parts. They found layer thickness and build orientation to be significant
process parameters for the surface roughness of the parts. Layer thickness, wall print
speed, and build orientation are significant process parameters for dimensional accuracy.
Layer thickness and build orientation are significant process parameters for fabrication
time. They developed statistical non-linear quadratic models for prediction and optimised
the process parameters using the desirability function. Pramanik et al. [13] studied the
impact of processing parameters on the surface roughness of ABS, and found that print
speed as well as extruder temperature were the most dominant factors, followed by infill
density and layer height. They made use of the statistical design of the experiment and
the optimisation techniques for the determination of the optimum process parameters.
In addition to optimising process parameters, post processes are also useful in achieving desired results in products. In this context, Khan and Mishra [14] made use of the
acetone vapor smoothing post process to improve the surface finish of ABS parts, and
concluded that air–gap, temperature, time, and number of cycles all played a significant
role in achieving the desired results. They made use of ANOVA (analysis of variance)
and developed regression equations to calculate the optimal parameter settings. Similarly,
Chohan et al. [15] developed a mathematical model for the average surface roughness of
vapour-treated FDM parts using Taguchi and ANOVA analysis. They validated their findings using Buckingham’s Pi dimensional analysis approach for the relationship between
six input parameters and four vapor smoothing parameters.
Similarly to ABS, there has also been a substantial focus on the optimisation of processing parameters for ASA. Camposeco-Negrete [16] analysed five process parameters
(layer thickness, filling pattern, orientation angle, printing plane, and positioning on the
build platform) for ASA to optimise five responses (energy consumption of the 3D printer,
processing time, dimensional accuracy, quantity of material, and mechanical strength). Using the Taguchi method, ANOVA, and desirability analysis, the researchers simultaneously
optimised all the variables, resulting in the improved sustainability of the process without a
significant reduction in productivity or part quality. Kumar et al. [17] studied the influence
of infill percentage and build direction on the tensile strength and flexural strength of
the ASA parts. The results showed that the tensile strength of the ASA parts made by
FDM was higher compared to the injection-moulded parts when compared with results
in the literature. However, lower flexural strength was also observed upon comparison.
Barreno-Avila et al. [18] investigated the impact of layer height and printing speed on
the surface roughness of PLA, PET-G, ASA, Wood Filament, and TPU. They made use
of ANOVA and found that layer height showed a significant correlation (<0.05) with the
surface roughness of the lateral plane of the tested samples. El Magri et al. [19] analysed
the effects of nozzle temperature, printing speed, and layer thickness on the tensile properties of ASA in the Z direction. They used ANOVA and response surface methodology to
identify and establish the optimum input parameters for an enhanced tensile performance
of ASA in the Z direction. Martínez et al. [20] investigated the effects of layer thickness
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and printing temperatures on the mechanical and tribological response of ASA parts. They
found that ASA parts with higher layer thickness resulted in lower resistance to tribological
wear effects with lower tensile strength. They achieved a reduction of 65% in the coefficient
of friction through the variation of the layer thickness of the ASA parts. This discussion
highlights the significance of optimising the process parameters of FFF-printed parts.
One of the main criticisms for FFF is the uneven and rough top surface of its printed
parts [9,21]. As the nozzle draws the perimeters and solid infill, small gaps and ridges
remain visible between the toolpath lines. Different software packages (e.g., Ultimaker
Cura, PrusaSlicer) used to run FFF systems have a feature known as ironing to smooth the
top surfaces by running a special second infill phase in the same layer. As the hot nozzle
travels over the top layer, it flattens any plastic that might have curled up. The nozzle also
extrudes a small amount of material to fill in any holes in the top surface. This creates
a smooth finish at the top layer; however, it has some disadvantages including higher
printing time, suitability only for flat surfaces, and the optimisation of process parameters
(e.g., ironing line spacing, flow, speed). Furthermore, the usage of this feature has not been
researched extensively and lacks information on the optimisation of its features. Therefore,
this work aims to investigate the effects of three different ironing line spacings, ironing
flows, and ironing speeds on two materials (ABS and ASA) manufactured using a low-cost,
desktop-based 3D printer. The next section (Section 2) details the materials and methods
used in this study. An extensive comparative analysis is presented in Section 3 to discuss
the influence of ironing on the dimensional accuracy, surface texture, and hardness of
the two materials. Material quality characterization is discussed in Section 4, and the
conclusions are outlined in Section 5.
2. Materials and Methods
ABS Extrafill [22] and ASA Extrafill [23] were purchased from 3D FilaPrint, UK.
From here onwards, these materials will be referred to as ABS and ASA, respectively.
Anet® ET4 Pro desktop 3D printer was used to manufacture simple square samples of
40 mm × 40 mm × 15 mm [24] to analyse the effects of different ironing parameters. This
printer did not have a heated enclosure/chamber and, therefore, all the samples were
printed at room temperature. Ultimaker Cura 4.11.0 [25] was used to generate G-code files
and to control all the process parameters. Three different ironing parameters were used,
i.e., ironing line spacing, ironing flow, and ironing speed. The chosen ironing pattern was
zigzag, and a total of 27 samples were printed for each material. Furthermore, samples
without the use of ironing were also manufactured for both ABS and ASA to provide a
comparison with the ironed samples. The processing parameters of the square blocks are
shown in Table 1, and Table 2 shows the combinations of different ironing parameters used
in this study.
Table 1. Process parameters for ABS and ASA.
#

Parameters

Description

1
2
3
4
5
6
7
8
9

Infill density (%)
Infill pattern
Layer height (mm)
Nozzle size (mm)
Flow (%)
Extrusion temperature (◦ C)
Print bed temperature (◦ C)
Deposition speed (mm/s)
Fan speed (%)

100
Lines
0.2
0.4
100
240 for ABS and 250 for ASA
95 for ABS and 100 for ASA
50
100
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Table 2. Ironing parameters (R = reference; L = ironing line spacing; F = ironing flow; S = ironing speed).
Samples

Parameters

Time

Samples

Parameters

Time

R
S1
S2
S3
S4
S5
S6
S7
S8
S9
S10
S11
S12

No ironing
0.1 L, 10 F, 50 S
0.1 L, 10 F, 100 S
0.1 L, 10 F, 150 S
0.1 L, 20 F, 50 S
0.1 L, 20 F, 100 S
0.1 L, 20 F, 150 S
0.1 L, 30 F, 50 S
0.1 L, 30 F, 100 S
0.1 L, 30 F, 150 S
0.2 L, 10 F, 50 S
0.2 L, 10 F, 100 S
0.2 L, 10 F, 150 S

1 h 24 min
1 h 30 min
1 h 28 min
1 h 28 min
1 h 30 min
1 h 28 min
1 h 28 min
1 h 30 min
1 h 28 min
1 h 28 min
1 h 27 min
1 h 26 min
1 h 26 min

S14
S15
S16
S17
S18
S19
S20
S21
S22
S23
S24
S25
S26

0.2 L, 20 F, 100 S
0.2 L, 20 F, 150 S
0.2 L, 30 F, 50 S
0.2 L, 30 F, 100 S
0.2 L, 30 F, 150 S
0.3 L, 10 F, 50 S
0.3 L, 10 F, 100 S
0.3 L, 10 F, 150 S
0.3 L, 20 F, 50 S
0.3 L, 20 F, 100 S
0.3 L, 20 F, 150 S
0.3 L, 30 F, 50 S
0.3 L, 30 F, 100 S

1 h 26 min
1 h 26 min
1 h 27 min
1 h 26 min
1 h 26 min
1 h 26 min
1 h 25 min
1 h 25 min
1 h 26 min
1 h 25 min
1 h 25 min
1 h 26 min
1 h 25 min

The dimensions of the square samples were measured using a digital Vernier calliper. The surface texture analysis was undertaken using a Surftest SJ-210 (Mitutoyo, UK)
contact-type surface profilometer with a detector measuring force of 0.75 mN and a range
of 360 µm [26] at room temperature in a controlled laboratory environment, as per ISO
291:2008 [27]. The traverse direction was diagonal to the building direction at an angle
of 45◦ , as per ISO 4287:1997 [28]. Several surface parameters of the samples were quantitatively measured at a micro-meter level. These amplitude parameters include average
surface roughness (Ra), root mean square (Rq), skewness (Rsk), and kurtosis (Rku). Other
parameters such as height characterization (core roughness depth, Rk; reduced peak height,
Rpk; reduced valley depth, Rvk; material portion 1, Mr1; and material portion 2, Mr2)
using the linear material ratio curve ISO 13565-2:1996 standard [29] were also quantitatively measured. The parameters were selected based on the literature [30–34]. Three
measurements were taken at three different locations on the square samples at 0.5 mm/s.
After surface analysis, the square samples were subjected to indentation hardness, as per
BS EN ISO 868:2003 [35], using a Shore D durometer without any surface treatment. The
indentation was measured at five different points to obtain an average hardness value for
all the samples at room temperature in a controlled laboratory environment, as per ISO
291:2008 [27].
3. Experimental Results and Discussions
3.1. Dimensional Analysis
The Ultimaker Cura software package has introduced an ironing feature that aims to
achieve smooth top layers to enhance the visual appeal of 3D prints. This is achieved by
moving the nozzle back and forth over the top layer, which melts any material sticking up
and forces it back into the top of the print by pushing the nozzle over it. In addition to
brushing the heated nozzle over the layer, ironing also involves the extrusion of a small
amount of material. This extra extrusion helps fill any gaps on the top layer, making the
surface even smoother. To prevent blobs or other blemishes from over-extrusion, only a
small fraction of the regular extrusion quantity is used during ironing. Considering that
FFF parts are often criticised for not adhering to the dimensions of the CAD files [11,12,24],
this addition of extra material can adversely affect the dimensional accuracy. To analyse
this effect, a digital Vernier calliper was used to observe the deviations from the CAD file
along the X- (length; 40 mm), Y- (width; 40 mm), and Z- (thickness; 15 mm) axes. As can be
seen from Figure 1a,b, the deviations along the X- and Y-axes were very small. Furthermore,
none of the ABS samples experienced a reduction from 40 mm, as opposed to ASA where
some samples showed negative percentage differences. An important aspect to note is that
the deviation along the Z-axis where ironing added a small amount of material to the top
layer. It is evident from Figure 1c that ABS responded well to the ironing feature, as the
excess material increased the thickness of most ABS samples in line with the increase in the
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Figure 1. Percentage change for the dimensional analysis of ABS and ASA: (a) along X-axis; (b) along
Y-axis; (c) along Z-axis.
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to ABS and exhibited higher surface roughness values for the different combinations of
ironing parameters. In the case of ASA, the lowest value was obtained at 0.1 mm line
spacing with S2, and the combination of higher ironing flow with a lower speed showed
higher surface roughness values.
The two-dimensional (2D) surface profile ratios of Rq/Ra for ABS and ASA are shown
in Figure 3. Ideally, Rq/Ra equal to 1.22 (for 2D) with minimum deviation is an excellent
surface profile ratio, as the Rq is more sensitive to peaks and valleys than Ra because
the amplitudes are squared [9,24]. For ABS, the ratio of the average root means square
(Rq) to average surface roughness (Ra) was found to randomly vary with a deviation of
around 1.24 ± 0.044 for 0.1 mm ironing line spacing, 1.23 ± 0.069 for 0.2 mm ironing line
spacing, and 1.24 ± 0.056 for 0.3 mm ironing line spacing. These deviations were very
small and were tolerable for all the combinations of ironing parameters. The Rq/Ra for
ASA randomly varied with a deviation of around 1.24 ± 0.078 for 0.1 mm ironing line
spacing, 1.30 ± 0.039 for 0.2 mm ironing line spacing, and 1.30 ± 0.043 for 0.3 mm ironing
line spacing. Both ABS and ASA showed alignment with their Ra results, and the lowest
deviation was observed at 0.2 mm ironing line spacing for ABS and at 0.1 mm ironing line
spacing for ASA.
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sample of ABS showed a high positive skew as well. For ASA, the maximum and minimum
showed a high positive skew as well. For ASA, the maximum and minimum trend of
trend of skewness was in the range of −0.31 ≤ Rsk ≤ 1.20 for 0.1 mm ironing line spacing,
skewness was in the range of −0.31 ≤ Rsk ≤ 1.20 for 0.1 mm ironing line spacing, −1.29 ≤
−1.29 ≤ Rsk ≤ 1.83 for 0.2 mm ironing line spacing, and −0.61 ≤ Rsk ≤ 1.94 for 0.3 mm
ironing line spacing. Similarly to ABS, the un-ironed sample of ASA also showed a high
positive skew.
In Figure 5, the maximum and minimum trend of kurtosis for ABS was in the range of
2.93 ≤ Rku ≤ 5.10 for 0.1 mm ironing line spacing, 2.27 ≤ Rku ≤ 4.88 for 0.2 mm ironing
line spacing, and 1.95 ≤ Rku ≤ 4.76 for 0.3 mm ironing line spacing. Based on the kurtosis
results, the ironing line spacings of 0.1 mm and 0.3 mm showed leptokurtic (longer and
fatter tails with a high and sharp central peak), platykurtic (narrow distribution with a
few extreme points above and below while most points are concentrated around the mean
value), and mesokurtic (normal) distribution. The ironing line spacing of 0.2 mm started
and ended with leptokurtic distribution, with most of its combinations showing platykurtic
distribution. Furthermore, as the ironing speed and flow increased for the line spacing of
0.1 mm, the distribution switched from leptokurtic to either platykurtic or mesokurtic. The
opposite was observed for the ironing line spacing of 0.3 mm, with a switch from platykurtic
to either platykurtic or mesokurtic distribution occurring with increases in ironing speed
and flow. The un-ironed sample of ABS showed a leptokurtic distribution, meaning high
peaks. On the other hand, the maximum and minimum trend of kurtosis for ASA was in the
range of 2.05 ≤ Rku ≤ 4.29 for 0.1 mm ironing line spacing, 3.04 ≤ Rku ≤ 5.22 for 0.2 mm
ironing line spacing, and 2.89 ≤ Rku ≤ 5.14 for 0.3 mm ironing line spacing. Ironing line
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spacing of 0.1 mm and 0.2 mm showed a mix of all three distributions. However, 0.1 mm
line spacing switched randomly with an increase in ironing flow and speed. The line
spacing of 0.2 mm showed a clear switch from leptokurtic to mesokurtic distribution (S15)
at the maximum ironing speed, before switching back to leptokurtic distribution. Moreover,
J. Compos. Sci. 2022, 6, x FOR PEER REVIEW
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line spacing, and 1.95 ≤ Rku ≤ 4.76 for 0.3 mm ironing line spacing. Based on the kurtosis
5 the ironing line spacings of 0.1 mm and 0.3 mm showed leptokurtic (longer and
results,
fatter tails with a high and sharp central peak), platykurtic (narrow distribution with a
4
few extreme
points above and below while most points are concentrated around the mean
value), and mesokurtic (normal) distribution. The ironing line spacing of 0.2 mm started
3
and ended
with leptokurtic distribution, with most of its combinations showing platykurtic distribution. Furthermore, as the ironing speed and flow increased for the line spacing
of 0.12 mm, the distribution switched from leptokurtic to either platykurtic or mesokurtic.
The opposite was observed for the ironing line spacing of 0.3 mm, with a switch from
1
platykurtic
to either platykurtic or mesokurtic distribution occurring with increases in
ironing speed and flow. The un-ironed sample
showed a leptokurtic distribution,
ABS of ABSASA
0
meaning
high peaks. On the other hand, the maximum and minimum trend of kurtosis
for ASA was in the range of 2.05 ≤ Rku ≤ 4.29 for 0.1 mm ironing line spacing, 3.04 ≤ Rku
≤ 5.22 for 0.2 mm ironing line spacing, andSamples
2.89 ≤ Rku ≤ 5.14 for 0.3 mm ironing line spacing. Ironing line spacing of 0.1 mm and 0.2 mm showed a mix of all three distributions.
Figure 5. Kurtosis plots.
However,
0.1 mm
line spacing switched randomly with an increase in ironing flow and
Figure
5. Kurtosis
plots.
speed. The line spacing of 0.2 mm showed a clear switch from leptokurtic to mesokurtic
3.2.2. Height
Height Characterization
3.2.2.
Characterization
distribution
(S15)
at the maximum ironing speed, before switching back to leptokurtic
The Rk group parameters (Rk, Rpk, Rvk, Mr1, and Mr2) were derived from the beardistribution.
Moreover,
0.3 mm
ironing
line spacing
switched
from
leptokurtic
to platyThe Rk group
parameters
(Rk,
Rpk, Rvk,
Mr1, and
Mr2) were
derived
from the
bearing
ing ratio curve based on the ISO 13565-2:1996 standard [29]. The mean values of the Rk
kurtic
distribution
theISO
maximum
ironing
speed, before
switching
back to
ratio
curve
based onatthe
13565-2:1996
standard
[29]. The
mean values
of leptokurtic
the Rk group
group for ABS and ASA are shown in Figure 6. It is evident from Figure 6a that these
forABS
all the
(except
for the 6.
30%
ironing
flow
combination
150 mm/s
for
andcombinations
ASA are shown
in Figure
It is
evident
from
Figure 6a with
that these
values
values were lowest with the ironing line spacing of 0.2 mm, and the lowest surface roughspeed).
Similarly
to
ABS,
the un-ironed
sample
of ASA
showed
a lowest
leptokurtic
distribution.
were
lowest
with
the
ironing
line
spacing
of
0.2
mm,
and
the
surface
roughness
ness values were also observed at this spacing (Section 3.2). Moreover, 0.1 mm line spacing
values
were also
observed
at thisparameters
spacing (Section
3.2). in
Moreover,
0.1 and
mm speed.
line spacing
also showed
low values
for these
with increase
ironing flow
also
showed
low
values
for
these
parameters
with
increase
in
ironing
flow
However, the ironing line spacing of 0.3 mm at high ironing flow and speed shouldand
be speed.
However,
the
ironing
spacing
0.3result
mm at
flow and speed
be
avoided for
ABS.
High line
ironing
speedsofalso
in high
higherironing
valley measurements
dueshould
to
avoided
for ABS.
ironing
also
in higher
measurements
due to the
the material
beingHigh
deposited
toospeeds
quickly.
Onresult
the other
hand,valley
ASA also
showed higher
valley measurements at high speeds for all ironing line spacings. It also showed lower
values for all three parameters in line with the lowest surface roughness values that were
obtained at the ironing line spacing of 0.1 mm (Section 3.2). The un-ironed samples of ABS
and ASA showed higher peak and core values as well.
The material ratio assessment (Mr1 and Mr2) for ABS and ASA is shown in Figure 7.
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material being deposited too quickly. On the other hand, ASA also showed higher valley
measurements at high speeds for all ironing line spacings. It also showed lower values for
all three parameters in line with the lowest surface roughness values that were obtained
at
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the ironing line spacing of 0.1 mm (Section 3.2). The un-ironed samples of ABS and ASA
showed higher peak and core values as well.

Figure6.6.Rk,
Rk,Rpk
Rpk and
and Rvk
Rvk assessment:
assessment: (a)
material.
Figure
(a)ABS
ABSmaterial;
material;(b)
(b)ASA
ASA
material.

The material ratio assessment (Mr1 and Mr2) for ABS and ASA is shown in Figure 7.
It corresponds to the upper and lower limit position of the roughness core. It is clear from
Figure 7a that Mr1 showed comparatively smaller material portion with less than 20%
for all the ironing parameter combinations (except for a few over 20% with high ironing
speeds) of ABS, whereas Mr2 showed large material portions of more than 80% (except for
S19 and S20). These results indicate that ABS exhibited approximately ~20% flat peaks over
roughly ~80% steep valleys. The material ratio assessment for ASA (Figure 7b) showed
several samples with over 20% Mr1 (at high ironing speeds). Mr2 was more consistent,
with all the samples above 80%, implying that ASA samples were more adversely affected
for their peak values as opposed to the valleys.
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Figure 6. Rk, Rpk and Rvk assessment: (a) ABS material; (b) ASA material.
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Material ratio
ratio assessment:
assessment: (a)
Figure
(a)ABS
ABSmaterial;
material;(b)
(b)ASA
ASAmaterial.
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5. Conclusions
Ironing is a useful feature that can smooth out the top layer of FFF-printed parts.
However, it is still considered to be new and experimental. This study shows how ironing
parameters, i.e., line spacing, flow, and speed, can be manipulated to achieve better results.
Three different values for the three ironing parameters were used to demonstrate their
impact on the dimensional accuracy, surface texture, and hardness of FFF-printed ABS and
ASA materials. Both ABS and ASA showed small changes along their length and width,
as these dimensions are not affected by ironing. The addition of material to the top layer
during ironing can increase the thickness of the samples; this was observed for ABS in
line with the increase in the ironing line spacing and flow, but not for ASA, which showed
lower thickness values (compared to the CAD file) upon the increase in ironing line spacing.
This indicates that ASA was more adversely affected by the changes in ironing parameters
than ABS.
Surface roughness analysis is critical, as the management of this parameter is the
primary reason for using ironing. A significant improvement in the ABS and ASA samples
was clearly shown, compared to the un-ironed samples. The un-ironed sample for ABS
showed an average surface roughness (Ra) value of 30.405 µm, and the lowest value for an
ironed sample was observed as 9.083 µm (S10), which is a reduction of 234%. The ironing
line spacing of 0.2 mm and higher ironing flow at lower speeds were effective in ensuring a
smoother surface finish for ABS. On the other hand, un-ironed ASA showed an average
surface roughness value of 34.917 µm, and the lowest value for an ironed sample was
observed as 9.721 µm (S2), which is a reduction of 259%. The ironing line spacing of 0.1 mm
with a lower ironing flow with higher speeds showed good results for ASA. For the surface
profile ratio (Rq/Ra), ABS showed consistent values for all ironing line spacings, whereas
ASA showed higher values with an increase in line spacing.
In terms of skewness (Rsk), the ironing line spacing of 0.1 mm showed a positive
skew for ABS, whereas the remaining two line spacings showed some combinations with
negative skews at lower ironing flows and speeds. ASA also showed a high positive skew
with only one moderately negative skew being observed with the ironing line spacing of
0.1 mm, and three being observed with the remaining two line spacings. For the kurtosis
(Rku) of ABS, as the ironing speed and flow increased for the line spacing of 0.1 mm, the
distribution switched from leptokurtic to either platykurtic or mesokurtic. The line spacing
of 0.2 mm started and ended with leptokurtic distribution, with most of the combinations
showing platykurtic distribution. On the other hand, the line spacing of 0.3 mm switched
from platykurtic to either platykurtic or mesokurtic distribution upon an increase in ironing
speed and flow. For the kurtosis (Rku) of ASA, the ironing line spacing of 0.1 mm and
0.2 mm showed a mix of all three distributions, whereas the 0.3 mm line spacing switched
from leptokurtic to platykurtic distribution at the maximum ironing speed before switching
back to leptokurtic for all the combinations (except for S27). With regard to Rk, Rpk and
Rvk characterization for both materials, an agreement was observed with the Ra values.
The ironing line spacing of 0.2 mm for ABS and 0.1 mm for ASA showed the lowest Ra
values as well as Rk, Rpk and Rvk values. Mr1 showed tiny material portions of less
than 20% flat peaks for the majority of the ironing parameter combinations (with a few
exceptions at high ironing speeds), whereas Mr2 showed considerable material portions of
more than 80% steep valleys for both ABS (except for S19 and S20) and ASA.
The hardness value for the un-ironed ABS sample was 63.16 HD, and the highest value
for the ironed sample was 68.33 HD for S27. For the un-ironed ASA, a hardness value
of 62.51 HD was observed, and the highest ironed sample showed 67.66 HD for S21. In
both cases, an increase of approximately 8.2% was observed, but with different ironing
parameters. These results show a clear focus on enhancing the aesthetics and surface
finish as opposed to the hardness of the two materials used. It has been demonstrated that
manipulating the ironing parameters can lead to better surface finish and slightly higher
hardness numbers. The only two drawbacks of ironing are slightly higher processing times
and the fact that the process is only suitable for flat surfaces. However, the results presented
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in this work can help designers and manufacturers in leveraging the ironing parameters
for amorphous materials to achieve desirable results.
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